
Remarks :

COA - Third Party Witness : No

ND : None Detected

Test Test Method Unit Results

Specific Gravity@15 °C ASTM D4052 None 0.9561
Kinematic Viscosity @ 100 °C ASTM D 445 cSt 25.40

Active Matter CHEMISTHON 1101.2/ASTM 
D3049 Wt.% 46.36

Average Molecular weight GC None 998.00
Total Base Number ASTM D2896/ASTM D974 mg KOH/g 33.50
Calcium EDTA Tritartion Wt.% 3.07

Page 1 of 1

EV.01.01  QUALITY ASSURANCE PROCESS

Certificate of Analysis

:

:

Material Description  
Sample Source 
Country of origin

Calcium Petroleum Sulfonate 
901-SN-18V
Saudi Arabia

:


